
Cold Formed Circular Hollow Sections in accordance with EN 10219

Size/Thickness 2.0mm 2.3mm 2.5mm 2.6mm 2.9mm 3.0mm 3.2mm 3.5mm 3.6mm 4.0mm 4.5mm 5.0mm 5.6mm 6.0mm 6.3mm 8.0mm 10.0mm 12.0mm 12.5mm 16.0mm

26.90mm

30.00mm

33.70mm

38.00mm

42.40mm

44.50mm

48.30mm

51.00mm

57.00mm

60.30mm

63.50mm

70.00mm

76.10mm

82.50mm

88.90mm

101.60mm

108.00mm

114.30mm

127.00mm

133.00mm

139.70mm

152.40mm

159.00mm

168.30mm

177.80mm

193.70mm

219.10mm

244.50mm

273.00mm

323.90mm

355.60mm

406.40mm

457.00mm

508.00mm

(The information given on these tables is for initial information only. Any use of these figures is at users own risk.)


